
IXL/Royal Tiger Tailings 
• Arsenic – 840 

mg/kg 
• Cadmium – 120 

mg/kg 
• Copper – 17,000 

mg/kg 
• Lead – 52,000 

mg/kg 
• Mercury – 16 

mg/kg 



IXL/Royal Tiger 
Downstream Tailings 

• Estimated 5,000 
cubic yards. 

• Acid generating 
materials. 

• Contains lesser 
concentrations of 
As, Cd, Pb. 



Jessie Mine 
and Mill 


